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Over 100 Years of Non-Metallic Material Fabrication

FLEXURAL STRENGTH

PTFE (Teflon) 80
Polymethylpentene (PMP) 130
Polyethylene (UHMW) 130
Polyethylene (HD) 160
Polypropylene 200
PVDF 200
Crosslinked UHMW (Tivar 88) 210
Nylon 6/12 290
ABS 300
Acetal - Homopolyer (Delrin) 320
Polycarbonate 340
Nylon 60L (Oil Filled) 380
Polysulfone 390
Acrylic - Cast 400
PET - Unfilled 400
PVC Typell 400
Nylon 6/6 (Extruded) 400
Acetal - Copolymer 400
Nylon 6 (Cast) 450
CPVC 450
Polyetherimide (Ultem) 480
Polyimide - Unfilled (Vespel) 531
Polyetheretherketone (PEEK) 531
Polyphenylene Sulfide (Ryton) 550
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